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WIRE ROPE CLIP

SPECIFICATION

WRCL-001
WRCL-002
WRCL-003
WRCL-004
WRCL-005
WRCL-00%
WRCL-007
WRCL-008
WRCL-009
WRCL-010
WRCL-011

« Material_

« Test Load_ Proof Load = SWLIWLL]x2, Breaking Load = SWLIWLL]x5

« Surface
«ETC_

1/2
5/8
3/4
7/8
1
1-1/8
1-1/4
1-3/8
1-1/2
1-3/4
2

Forged carbon steel

15
25
35
5
)
79
9
10
1256
20
25

172"
9/16”
5/8"
34"
3/4"
3/4"
7/8"
778"
7/8"
1-1/8"
1-1/4"

Electric plated / Hot Dip Galvanized

Available certificate of NDT (M/T, U/T), 3rd Inspection test report.
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33
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37
37
44
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22
24
27
315
3156
315
36
36
36
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1
12.7
14
17
17
17
20
20
20
26
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0.7
1.1
1.3
1.4
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